OGME
Oil and Gas Measurement Equipment
"Servicing the Oilfield since 1998" Phone: 713-263-9740
      Fax: 713-263-9741                     Email: sales@ogme.net
                                                                     Or visit us at ogme.net
Strainer Basket Perforated Metal Material
	Gage

	Perforation

	Holes/sq. in.

	% of Open Area

	Material Range


	20

	l/16"dia. 0n l/8"ctrs.

	74.0

	22.70%

	Carbon Steel, 304 S.S., 316 S.S.


	16

	1/8" dia. On 3/16"ctrs.

	33.0

	40.30%

	Carbon Steel, 304 S.S., 316 S.S.


	16

	3/16"dia.On l/4"ctrs.

	18.5

	51.00%

	Carbon Steel, 304 S.S., 316 S.S., 304L, 316L, Monel, Aluminum


	16

	l/4"dia. 0n 3/8"ctrs.

	8.0

	40.30%

	Carbon Steel, 304 S.S., 316 S.S.


	14

	l/8"dia. 0n 3/16"ctrs.

	33.0

	40.30%

	Carbon Steel, 304 S.S., 316 S.S.


	14

	3/16"dia. On l/4"ctrs.

	18.5

	51.00%

	Carbon Steel, 304 S.S., 316 S.S.


	14

	l/4"dia. 0n 3/8"ctrs.

	8.0

	40.30%

	Carbon Steel, 304 S.S., 316 S.S.


	12

	1/8" dia. On 3/16" ctrs.

	33.0

	40.30%

	Carbon Steel


	11

	l/8"dia. 0n 3/16"ctrs.

	33.0

	40.30%

	304S.S., 316S.S.


	11

	1/4" dia. On 3/8" ctrs.

	8.0

	40.30%

	Carbon Steel, 304 S.S., 316 S.S.



Perforated Stock Material
[image: image7.png]


[image: image1.png]



1/8” dia. On 3/16” ctrs.
1/16” dia. On 1/8” ctrs
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1/4” dia. On 3/8” ctrs. 
3/16” dia. On1/4” ctrs.
Wire Mesh Material

(available from stock)

[image: image4.emf]2 0.063 1.6 0.437 11.1 76.4% Carbon Steel, 304 S.S., 316 S.S., Brass

3 0.063 1.6 0.27 6.68 65.5% Carbon Steel, 304 S.S., 316 S.S., Brass

4 0.063 1.6 0.187 4.75 56.0% Carbon Steel, 304 S.S., 316 S.S., Brass

5 0.063 1.6 0.137 3.48 46.9% Carbon Steel, 304 S.S., 316 S.S., Brass

6 0.047 1.19 0.12 3.5 51.8% Carbon Steel, 304 S.S., 316 S.S., Brass

8 0.047 1.19 0.078 1.98 38.9% Carbon Steel, 304 S.S., 316 S.S., Brass
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Wire Mesh Liner Material
(available from stock)
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10 0.025 0.640 0.075 1.91 56.3% Carbon Steel, 304 S.S., 316 S.S., Brass

20 0.016 0.406 0.034 0.86 46.2% Carbon Steel, 304 S.S., 316 S.S., Brass

30 0.013 0.330 0.02 0.52 37.1% Carbon Steel, 304 S.S., 316 S.S., Brass

40 0.010 0.254 0.015 0.38 36.0% Carbon Steel, 304 S.S., 316 S.S., Brass

50 0.009 0.229 0.011 0.28 30.3% Carbon Steel, 304 S.S., 316 S.S., Brass

60 0.0075 0.191 0.009 0.23 30.5% Carbon Steel, 304 S.S., 316 S.S., Brass

80 0.0055 0.140 0.007 0.19 31.4% Carbon Steel, 304 S.S., 316 S.S., Brass


Sheet1

		Mesh		Diameter in.		Diameter m.m.		Width/ in.		Width m.m		% of Opening		Material Range

		2		0.063		1.6		0.437		11.1		76.4%		Carbon Steel, 304 S.S., 316 S.S., Brass

		3		0.063		1.6		0.27		6.68		65.5%		Carbon Steel, 304 S.S., 316 S.S., Brass

		4		0.063		1.6		0.187		4.75		56.0%		Carbon Steel, 304 S.S., 316 S.S., Brass

		5		0.063		1.6		0.137		3.48		46.9%		Carbon Steel, 304 S.S., 316 S.S., Brass

		6		0.047		1.19		0.12		3.5		51.8%		Carbon Steel, 304 S.S., 316 S.S., Brass

		8		0.047		1.19		0.078		1.98		38.9%		Carbon Steel, 304 S.S., 316 S.S., Brass






Sheet1

		Mesh		Diameter in.		Diameter m.m.		Width/ in.		Width m.m		% of Opening		Material Range

		10		0.025		0.640		0.075		1.91		56.3%		Carbon Steel, 304 S.S., 316 S.S., Brass

		20		0.016		0.406		0.034		0.86		46.2%		Carbon Steel, 304 S.S., 316 S.S., Brass

		30		0.013		0.330		0.02		0.52		37.1%		Carbon Steel, 304 S.S., 316 S.S., Brass

		40		0.010		0.254		0.015		0.38		36.0%		Carbon Steel, 304 S.S., 316 S.S., Brass

		50		0.009		0.229		0.011		0.28		30.3%		Carbon Steel, 304 S.S., 316 S.S., Brass

		60		0.0075		0.191		0.009		0.23		30.5%		Carbon Steel, 304 S.S., 316 S.S., Brass

		80		0.0055		0.140		0.007		0.19		31.4%		Carbon Steel, 304 S.S., 316 S.S., Brass

		100		0.0045		0.114		0.006		0.14		30.3%		Carbon Steel, 304 S.S., 316 S.S., Brass






